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Suzhou Hegengli Plastics Technology Co., Ltd.

PA66 A2G5 NC
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Items Standard Condition Unit Value
Yy 1 BE/Physical
2% ¥ /Densit ISO 1183 23C / em® 1.38
1 nsi1 m .
ey /55%RH ghe
FARiTE 3/ Melt-Flow Rate ISO 1133 ‘C/IKG g/10min -
Flow % 0.3-0.6
B4 %/ Molding Shrinkage 1SO 294-4 >
Cross-flow % 0.4-0.7
A 75 & E/Filler Contents 800°C/2H % 26
LI fE/Mechanical
$if#i 58 F /Tensile Strength ISO 527-2 Smm/min Mpa 140
#E{H 2 /Elongation at Break ISO 527-2 Smm/min % 2.8
hr R/ Tensile Modulus ISO 527-2 1mm/min Mpa 10000
Z5 i 5% /¥ /Flexural Strength ISO 178 2mm/min Mpa 190
%5 i # & /Flexural Modulus ISO 178 2mm/min Mpa 7200
BB RO
RRG O HET ISO 180/1A 5.5J) KJ/ M2 15
Izod Impact, Notched
PSYEE mp
RREG O MR ISO 180/1U 5.5 KJ/ M2 65
Izod Unnotched Impact Strength
oA BE/Other
RE#&14:/Flammability UL-94 3.2mm V-0
RE#&14:/Flammability UL-94 1.6mm V-0
¥4 55/Melt Point ISO 11357 T 262
0.45Mpa T 255
A B E/HDT ISO 75-2
1.82Mpa (¢ 235
IR R/ GWIT IEC 3 T 850
RN ZZ] mm
60695-2-13
RHEEEEBUCTI IEC 60112 50 i \% 575
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) =
FRARIR C 240-260
Melt Temperature
J5 B T 260-280
BHERE W B (@ 270-290
Barrel Temperature HT B C 280-300
I S (¢ 280-300
TEEL .
m . ELR L. C <320
Processing Temp. Limit
BRARE C 100-140
Mold Temperature
B, E . e &
. E‘ 7 60-90Mpa :I?Ja%%ﬁ: . 100—130C 3—5H
Injection Pressure Drying Condition

EEE:

Ty AR BRI A, EAEFAIERR, ARE 240 f5. 23°C. S5%EFTIEEIFEE

2. BUEMERIRR % SMATNIE, WESE, TR RRIENATE
3. RERHOMRETTRES BB ERSE R
4, N EMERTBNSEER, TRETFNE, FTREENR~SER, X EATE

i 2 %

Note:

1. All above values tested under the condition as temperature 23 °C,55% humidity and cooling

down after 24H.

2. All above values is the typical test results for reference, which should not be used as the

accpetable standard of the final mass production goods.

3. The performance of the color material may be slightly different from the above values.

4, All above value are only for injection molding machine use and reference, according to the

requirements of different models, different molds and products, the process do appropriate

adjustment
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